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GUANGZHOU DI TIAN PRINTING MATERIAL CO. , LTD. .

NO.4,3RD INDUSTRIAL AREA,AIGANG VILLAGE,RENHE TOWN,BAIYUN DISTRICT,GUANGZHOU

CHINA

.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : 

AYUSI INK Ayusi 4-color ink (30202series/30203 series/30205 series/30206 series/30207 series/

30208series/30208-1series/phantom ink/soybean oil ink/POP synthetic ink /Ayusi DAY ink /

RG-300 series/RG-301 series/RG-302 series/RG-233series/RG-275 series/LG-158 series/

SUNRISE SERY/SUNRISE-1SERY/BSLT series/New Dream series/Idea-sky series etc (mix) .

SGS Job No. : GZIN1504012277PC - GZ .

Manufacturer : . GUANGZHOU DI TIAN PRINTING MATERIAL CO. , LTD. .

Date of Sample Received : . 03 Apr 2015.

Testing Period : . 03 Apr 2015 - 10 Apr 2015 .

Test Requested : . Selected test(s) as requested by client. .

Please refer to next page(s). .

Please refer to next page(s). .

Test Method : .

Test Results : .

When tested as specified, heavy metal content of the submitted sample do not 

exceed the limit of ASTM F 963 11(Clause 4.3.5). .

Conclusion :.

Almay Gao.

Approved Signatory .

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch.
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Test Results : .

Test Part Description : .

Specimen No.. SGS Sample ID. Description.

SN1. CAN15-048892.003 Black paste.

Remarks :.

(1) 1 mg/kg = 1 ppm = 0.0001% .

(2) MDL = Method Detection Limit .

(3) ND = Not Detected ( < MDL ) .

(4) "-" = Not Regulated .

American Society for Testing and Materials -ASTM F 963-11 (Clause 4.3.5)- total Lead in paint and similar 

surface-coating materials.

Test Method : . With reference to CPSC Test Method: CPSC-CH-E1003-09.1, analysis was performed by 

ICP-OES..

Test Item(s). Limit. Unit. MDL. 003.

Total Lead (Pb) . 90 mg/kg. 20 ND

American Society for Testing and Materials -ASTM F 963-11(Clause 4.3.5)-soluble heavy metal in Substrate 

Materials/paint and similar surface-coating materials.

Test Method : . With reference to  ASTM F 963-11(Clause 8.3), analysis was performed by ICP-OES. .

Test Item(s). Limit. Unit. MDL. 003.

Soluble Lead (Pb) . 90 mg/kg. 5 ND

Soluble Antimony (Sb) . 60 mg/kg. 5 ND

Soluble Arsenic (As) . 25 mg/kg. 2.5 ND

Soluble Barium (Ba) . 1,000 mg/kg. 10 ND

Soluble Cadmium (Cd) . 75 mg/kg. 5 ND

Soluble Chromium (Cr) . 60 mg/kg. 5 ND

Soluble Mercury (Hg) . 60 mg/kg. 5 ND

Soluble Selenium (Se) . 500 mg/kg. 10 ND
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Notes :.

(1) Results shown are of the adjusted analytical results .

Remark: The result(s) shown is/are of the total weight of wet sample. .

Sample photo: .

CANML1504889205

CAN15-048892.003 .

SGS authenticate the photo on original report only .

*** End of Report *** .
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